SGS

Test Report No. SHAEC2128122323 Date: 31 Dec 2021 Page 1 of 12

SUZHOU OMAY OPTICAL MATERIALS CO.,LTD
NO.158-30,Huashan road,SND,Suzhou,China

The following sample(s) was/were submitted and identified on behalf of the clients as : polycarbonate films and
sheets

SGS Job No. : SP21-039984 - SUZ
Model No. : V42B
Client Ref. Information : V11, V42, V32, V41, vV21,V31,V61,V71,V11-P,V42-P, V31-P,V32-P, V41-P,

V21-P,V61-P,V71-P, V11B, V52B, V32B, V41B,
VvV21B,V31B,V61B,V71B,V11B-P,V42B-P, V32B-P,

V31B-P,V41B-P,
V21B-P,V61B-P,V71B-P,22DB2-013 , U42B. U52B. U(a)B. U(a)B-1.
U(a). U(a)-P. U(a)B-P, OMF(a), BLC(a)(b)F, RHA(a).

(a) -May be followed by a two digit suffix [00-99] inclusive,indicating textures
of both sides of the film/sheet,(b)-May be 001-999 representing different client
designations.

Date of Sample Received : 24 Dec 2021

Testing Period : 24 Dec 2021 - 31 Dec 2021

Test Requested : Selected test(s) as requested by client.
Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd.

scan to see the report
-.

Jor Las

Jenny Lan
Approved Signatory
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Test Results :

Test Part Description :

Specimen No. SGS Sample ID Description
SN1 SHA21-281223.003  Black sheet

Remarks :
(1) 1 mg/kg = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )
(4) "-" = Not Regulated

Organic-tin compounds

Test Method :  With reference to ISO 17353: 2004, analysis was performed by GC-MS.

Test ltem(s) Unit MDL 003
Dibutyl tin (DBT) mg/kg 0.02 ND

Hexabromocyclododecane (HBCDD/HBCD)

Test Method :  With reference to US EPA 3550C: 2007, analysis was performed by GC-MS.

Test Item(s) CAS NO. Unit MDL 003
Hexabromocyclododecane 25637-99-4/ mg/kg 10 ND
(HBCDD/HBCD) 3194-55-6

Polyvinyl chloride (PVC)

Test Method :  In-house method (SHTC-CHEM-SOP-115-T), analysis was performed by FTIR/HATR.
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Test ltem(s) CAS NO. Unit DL 003

Polyvinyl chloride (PVC) 9002-86-2 - - Negative

Notes :

(1) Negative=Undetectable,Positive=Detectable

Commission Regulation (EU) No 412/2012 and Entry 61 of Annex XVII of REACH Regulation (EC) No
1907/2006 - Dimethyl fumarate(DMF)

Test Method :  Solvent extraction, analysis was performed by GC-MS.

Test Item(s) Limit Unit MDL 003
Dimethyl fumarate(DMF) 0.1 mg/kg 0.1 ND
Phthalates Content

Test Method :  With reference to EN 14372:2004, analysis was performed by GC-MS.

Test Item(s) CAS NO. Unit MDL 003
Dibutyl Phthalate (DBP) 84-74-2 % 0.003 ND
Benzylbutyl Phthalate (BBP) 85-68-7 % 0.003 ND
Bis-(2-ethylhexyl) Phthalate (DEHP) 117-81-7 % 0.003 ND
Diisononyl Phthalate (DINP) 28553-12-0 % 0.01 ND

/68515-48-0
Di-n-octyl Phthalate (DNOP) 117-84-0 % 0.003 ND
Diisodecyl Phthalate (DIDP) 26761-40-0 % 0.01 ND

/68515-49-1
Dimethyl Phthalate (DMP) 131-11-3 % 0.003 ND
Diethyl Phthalate (DEP) 84-66-2 % 0.003 ND
Diisobutyl Phthalate (DIBP) 84-69-5 % 0.003 ND
Di-n-pentyl Phthalates (DnPP) 131-18-0 % 0.003 ND
Dicyclohexyl Phthalate (DCHP) 84-61-7 % 0.003 ND
Diphenyl Phthalate (DPhP) 84-62-8 % 0.003 ND
Dibenzyl Phthalate (DBzP) 523-31-9 % 0.003 ND
Diisooctyl Phthalate (DiOP) 27554-26-3 % 0.01 ND
Dipropyl Phthalate (DPrP) 131-16-8 % 0.003 ND
Dinonyl Phthalate (DNP) 84-76-4 % 0.003 ND
Di-n-hexyl Phthalate (DnHP) 84-75-3 % 0.003 ND
Bis(2-methoxyethyl) Phthalate (DMEP) 117-82-8 % 0.003 ND
Diisopentylphthalate (DIPP) 605-50-5 % 0.003 ND
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Test Item(s)

Diisoheptyl phthalate (DIHP)
1,2-Benzenedicarboxylic acid, di-C7-11-branched and
linear alkyl esters (DHNUP)

1,2-Benzenedicarboxylic acid, dipentyl ester, branched and
linear

No. SHAEC2128122323 Date: 31 Dec 2021 Page 4 of 12
CAS NO. Unit MDL
71888-89-6 % 0.01
68515-42-4 % 0.01
84777-06-0 % 0.01

Pentachlorophenol (PCP)

Test Method :  With reference to LFGB § 64 BVL B 82.02.08:2001, analysis was performed by GC-ECD or
GC-MS.
Test Item(s) Unit MDL
Pentachlorophenol (PCP) mg/kg 0.5

Perfluorooctanoic Acid (PFOA)

Test Method :

With reference to CEN/TS 15968:2010, analysis was performed by HPLC-MS.

Test Item(s) CAS NO. Unit MDL
Perfluorooctanoic Acid (PFOA) and its salts+ - mg/kg 10

Notes :
(1) + PFOA refer to its salts including PFOA-Na (CAS No.: 335-95-5), PFOA-K (CAS No.: 2395-00-8),

PFOA-Ag (CAS No.: 335-93-3), PFOA-F (CAS No.: 335-66-0) and APFO (CAS No.: 3825-26-1);

IT kg A
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ATTACHMENTS

Phthalates Testing Flow Chart

Sample cutting/preparation

A 4

Sample measurement

A 4

Solvent extraction

A 4

Concentration/Dilution
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ATTACHMENTS

HBCDD Testing Flow Chart

Sample cutting/preparation

A 4

Sample measurement

A 4

Solvent extraction

A 4

Concentration/Dilution
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ATTACHMENTS

PFASs/ PFOS/PFOA Testing Flow Chart

Sample cutting/preparation

A 4

Sample measurement

A 4

Solvent extraction

A 4

Concentration/Dilution

LC-MS/LC-MS-MS

DATA
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Organotin Testing Flow Chart

Sample cutting/preparation

A\ 4

Sample measurement

A\ 4

Solvent extraction

A 4

Derivatization

A 4

Liquid-liquid extraction

A 4

Concentration/Dilution

A 4

Filtration

Unless otherwlse agreed in wntmg. th's documenl is issued by the Company subject to its General Conditions of Service printed
overleaf, ra at hitp://www.sgs. comllanerms and-Conditions.aspx and, for electronic formstdocumsnis.
subject to Terms and Condilions for Eleclronic ocuments at ¥

Attention is drawn to the limitation of liability, indemnification an. il ny er o

advised that information contained hereon reflects the Company’s findings nl me time o' Ils intervention only and walhln the limits ol
Client's instructions, if any. The Company's sole responsibility is to its Client and this document does not exaonerate parties to a
transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced
except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the
results shown in this test report refer only to the sample(s) tested .

Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,

or email: CN.Doccheck@sgs.com
3“Buikiing,No.839 Yishan Road Xuhui Distrct Shanghai China ~ 200233 tESE (85-21) 61402553 {E&E (86-21)64953679  www.sgsgroup.com.cn
tHL(86-21)61402594 fHL (86-21)61156809 @ sgs.china@sgs.com

thiE - Fiff - HIC X HILIEH889 238  #B4: 200233
|
Member of the SGS Group (SGS SA)

Page 8 of 12



Test Report No. SHAEC2128122323 Date: 31 Dec 2021 Page 9 of 12

ATTACHMENTS

PVC Testing Flow Chart

Sample cutting/preparation

v
EDX check the content of CI

\ 4
FTIR
check wave-number of C-ClI

bonding

Data
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ATTACHMENTS

Chlorinated phenol Testing Flow Chart

Sample cutting/preparation

A\ 4

Sample measurement

A\ 4

Water steam distillation

Derivatization

A 4

Liquid-liquid extraction

A 4

Concentration/Dilution

A 4

Filtration

\ 4
GC-MS/GC-ECD

DATA
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ATTACHMENTS

DMF (Dimethyl fumarate) Testing Flow Chart

Sample cutting/preparation

A 4

Sample measurement

A 4

Solvent extraction

A 4

Concentration/Dilution

A 4

Filtration
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Sample photo:

SHA21-281223.003

SGS authenticate the photo on original report only

*** End of Report ***
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